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HUIZHOU YAHUA STICKING TAPE CO.,LTD.

HUANGXI INDUSTRY PARK,SHIWAN TOWN,HUIZHOU CITY,GUANGDONG PROVINCE,CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as :

281/289 Polyester Mylar Tape(Yellow)

SGS Job No. 12940238 - SZ :

Lot No.  : C2101208-3-47

Client Ref. Information  : Sales Company: DONGGUAN SHIN YAHUA ELECTRONIC MATERIAL 

CO.,LTD; KUNSHAN YAHUA STICKING TAPE CO.,LTD & JINGJIANG 

YAHUA PRESSURE SENSITIVE GLUE CO.,LTD.

Date of Sample Received  : 17 Jan 2011

Testing Period  : 17 Jan 2011 - 20 Jan 2011

Test Requested  : Selected test(s) as requested by client.

 : Please refer to next page(s).Test Method

Test Results  : Please refer to next page(s).

Signed for and on behalf of 

SGS-CSTC Ltd.

Silva Zhou
Approved Signatory
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Test Results:

 :ID for specimen 1 CAN11-001879.001

Yellow adhesive tape :Description for specimen 1

Test Method (Reference) MDLResultUnitTest Item(s)

Halogen

Fluorine (F) mg/kg BS EN 14582:2007, IC N.D. 50

Chlorine (Cl) mg/kg BS EN 14582:2007, IC 381 50

Bromine (Br) mg/kg BS EN 14582:2007, IC N.D. 50

Iodine (l) mg/kg BS EN 14582:2007, IC N.D. 50

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit
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Sample photo:

CANEC1100187901

CAN11-001879.001

SGS authenticate the photo on original report only

*** End of Report ***


